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PART II.  TYPICAL UNACCEPTABLE SOLDER CONNECTIONS
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FIGURE 7

Fractured/disturbed solder
connection.

UNACCEPTABLE

FIGURE 8

Poor wetting.

UNACCEPTABLE

FIGURE 9

Blowhole

UNACCEPTABLE

FIGURE 10

Rosin Connection

UNACCEPTABLE

FIGURE 11

Dewetting.

UNACCEPTABLE

FIGURE 12

Nonwetting.

UNACCEPTABLE
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